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Synthetic Heat Transfer Fluid

BcTtyn

Petro-Canada CALFLO LT € CUHTETUYHOIO
piguHOI Ana cucTeMm Tennonepenadi, LWo
nigxoanTb A5s BUKOPUCTAHHSA NPU LUMPOKOMY
AdianasoHi pobo4nx TemnepaTtyp, i
cchopmynboBaHa, Wob 3HM3MTU ekcnnyaTauinHi
BUTPATK, 3MEHLLYIOYM HYacTOTy 3aMiHW pPianHu.
YHikaneHa doopmyna CALFLO LT 6a3yeTtbes Ha
CYMILLi CUHTETUYHNX NonianbdaonediHiB i
CUHTETUYHMX Ba3oBux onme VHVI, po3pobneHmx
3a 3anaTeHTOBAHOK TEXHOSIOTIE OYNLLEHHS
onuen HT, ana otpumanHs 99,9% XiMi4HO 4ncTOl
onueu. Li kpuwtaneso ynicTi piguHu abcontoTHO
BiNbHI BiJ AOMILLIOK i apOMaTUYHKX CNONYK, AKi
MOXYTb ByTM Hebe3neyHnmMmn onst 34OpoB'a i
6esnekv noanHn. BukopurctoByoun BinbLu Hixk 25
piyHun gocsig, daxisui Petro-Canada noninwwmnm
BNACTMBOCTI LMX TENSOCTINKUX PigWH i3
cneuianbHO NigidbpaHnMn Nnpucagkamm, ons Toro
wo6 3abe3neunTy Ginbl CUNbLHWUIA OMip
OKUCIOBanNbHOMY BMMNBY, HXX CUHTETUYHI pignHn
NPOBIAHUX KOHKYPEHTIB.

Ak pesynbtat CALFLO LT, pignHa Tennonepeaui,
sika 3abe3neyvye BUCOKY TENNOBY €(PEKTUBHICTb B
cuctemMax, ki npauoTb Npyu TemnepaTypi 4o
288°C (550°F) i npekpacHy NpokauyBaHICTb Npu
HM3bKNX TemnepaTypax, B ekcrnyaTauinHnx
pexumax 3anycky Bin-40°C (-40°F).

CALFLO LT no cBoemy ximi4yHOMY ckragy
NPOOOBXYIOTb TEPMIH BUKOPUCTAHHS PigWHMN,
MOPIBHAHO 3 piAMHaMM KOHKYPEHTIB, 3HWXYIOTb
eKcnnyaTaLivHi BATpaTu, CKOPOUYIOTb TEPMIHU
3aMiHuM piguHN.

3acTtocyBaHHA

Petro-Canada CALFLO LT pekomeHngoBaHa ans
BMKOPUWCTAHHS B HE TEPMETUYHUX (HEe Mig TUCKOM,
3aKpMTUX cucTemax Tennonepeaai, Wo npauroTb
6e3nepepBHO 34e6inbLWOro Npu TemnepaTtypax 4o
288°C (550°F). Mix TM, ManoB’siakicHa piauHa
CALFLO LT rapaHTye BuaaTHy eeKTUBHICTb
Tennonepenayi HaBiTb NPy NOMIPHUX POBOYMX
TemnepaTtypax. Ii Hu3bkoTemMnepaTypHa NAMHHICTb
rapaHTye rapHy npokadyBaHiCTb npu
HaA3BMYaMHUX YMOBaxX ekcnnyaTauii, Kpim
HeobXigHOCTI ANs gopororo TennoobmiHHKKa B
Tennoisonauii Npu BiAKPUTOMY 3aCTOCYBaHHI, Npu
HaBKONULLHIA TemnepaTypi HKue-40°C

(-40°F).
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BnacTtuBocrTi i nepeBaru

e Bucoka Tennosa Ta okucnoBarsnbHa
CTabiNbHICTb MOXe MPOAOBXUTU
TepMiHM ekcnnyaTtauii piguHu Ta
3MEeHLNTN eKcnnyaTauinHi BUTpaTu

e binblua TENNOCTINKICTb, HiX B
CYHTETUYHMX piguHaxX Ha
napadiHOBIA OCHOBI NPOBIAHNX
BMPOGHMKIB

e Tennosa Hanpyra piguHu
Tennonepenayi Moxe BUKNUKaTH
hOPMYBaHHS NTETKMX MOSNEKYNSPHUX
3'egHaHb.

Lli cnonykn MoxyThb: \
- MigHiMaTK TMCK Napwu pignHn, WO MoXe
BUKNUKATW BUTIK PiANHN 3 pO3NoainbHNX
KnanaHiB i doraHueBux Tpyb, kaBiTaLio
LUMPKYMALIMHOrO Hacocy i 6rioKyBaHHs napy

- Pi3ko 3meHwWwyBaTn Temneparypy
aBTO3aiMaHHSA pPigvHKW, 3HWXKYBaTK TemnepaTypy
Tak, WO pignHa Moxe cnanaxHytu 6e3 nonym'st i
iCKpW, Y NPUCYTHOCTI KUCHIO

- 3HKyBaTM poboyy TemnepaTypy, Npu AKin
cucTtema Tennonepenadi Mmoxe 6e3ne4yHo
npautBaTu

- Bumaratu gopory, nepegyacHy 3amiHy piguHu

Mpwn gocnigxeHHi 3paska 3 CALFLO LT i gBox
CUMHTETUYHMX apOMaTWUYHMX PiAWNH KOHKYPEHTIB,
o nopoao,qmnmﬂ npv Temnepatypi 316 C
(600°F), pignHu 3anuwanncs TENAOCTINKNMU i
yTpMMyBanu BUCOKY TeMneparypy
camo3alrMaHHA NPOoTArom 4 TUXHIB NPOBEAEHHS
TecTy.



B TOM Yac sk piguHU Ha OCHOBI CUHTETUYHMX
napadiHOBUX CNOSYK, 3a3Hanun CyTTeBOI TENOBOI
Jerpagadii, ska npu3BoauTb 40 Pi3KOro 3HMXKEHHS
X TeMnepaTypu camo3anMaHH4:

RESISTANCE TO THERMAL DEGRADATION
316°C (600°F) Ampoule Study based on the DIN 51528 method

Thermal Degradation
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e [linBuulEHA CTilKICTb 10 OKUCIIOBANbHOIO
PYMHYBaHHS, HXK Y KOHKYPEHTIB

Onip pianHn oo TennoBoro pynHyBaHHS BaXIIMBUI
B cMCTeMax Tennonepenavi, Ae € MMOBIPHICTb
BNIIMBY MOBITPSt abO AOro He MOXITMBO YHUKHYTW.
CvinbHWI ONip OKUCIEHHIO MOXE 3HAYHO
NPOAOBXMTM TEPMiHM eKcnyaTauii piguHu,
3abe3neynTn 3HaYHy EKOHOMIID, 3MEHLLYIOYM
YacTOTY 3aMiHW PiONHM | Yac NPOCTOlO.

®PopmMyBaHHSA KUCMNOT Yy PiANHI € MOKA3HUKOM ii
OKUCIEHHS. Y TecTi Ha okncneHHsi, CALFLO LT
Malxe He JEMOHCTPYE 03HAK OKUCIEHHS PiaUHN,
B TOW Yac AK CUHTETUYHI napadoiHoBI i
apoMaTu4Hi pianHn NiggarTbes

iCTOTHOMY OKMCIEHHIO:

ACID FORMATION FROM FLUID OXIDATION
IP 48/97 (modified) Oxidation Test 200°C (392°F)

00— I I

-
o

Increase in Total Acid Number
(mg KOH/ g)
o =

CALRLO'T  Synthetic Synthetic Synthetie Synthetic
Paraffin Flid  Paraffin Flid  Aromatic Flid  Aromatic Fid
A B c D

e binble BUCOKMIA oNip OKUCIIOBaNbHOMY
YLWINbHEHHIO NPOTU PiAWH NPOBIAHUX
KOHKYPEHTIB

OcCKinbKu pignMHa OKUCIIOETBCS, BOHA CTae
GinbLu B'A3KOH0. Lle 36inbLlIeHHs B'A3KOCTI
MOXe:

e 3HAYHO 3MEHLUMTK TEMSIOBY
e(OEKTUBHICTb pPignHK

e YcKknagHBaTW LMPKYNAUIO pianHu Yyepes
cuctemy Tennonepegadi

e Sk pesynbTaT neperpis pianHu

e Bwumarae goporoi, nepegyacHoi
3aMiHu piguHn

Y TecTi Ha cTabinbHiCTb okmcneHHst, CALFLO LT
(PaKTUYHO HEe AEMOHCTPYE 30iNbLUEHHA B'A3KOCTI
PiaVHK, Y TOM Yac 9K CUHTETUYHI NnapadiHOBI i
apoMaTU4Hi pignMHU 3a3Hann CyTTEBOrO
30iNbLUEHHS] OKUCNEHHSA B'A3KOCTi:

FLUID THICKENING WITH OXIDATION

IP 48/97 (modified) Oxidation Test 200°C (392°F)
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e  Hun3bkMI TUCK Napy MOXE CKOPOTUTU
BMTPATK Ha OOMMBKY, i MOKPaLLUTK
©e3neky poboyoro micus

o Huabkuin Tuck napy CALFLO LT moxe
3MEHLLNTN abo YyCyHYTM BUTIK PiguHN 3
KnanaHiB ynpasniHHS i pnaHueBmx Tpyo

CkopouyeHHst abo yCyHeHHS BUTOKIB,
3abe3nevytoThb GinbL YyMcTy | 6e3neyHy pobouy
06CTaHOBKY, NOKPaLLYOTb HaAIMHICTb
eKkcnnyarTauii, 3MeHLWY4n NoTpedy B OUNLLEHHI,
i OOaTKOBOro 06CnyroByBaHHs

MpupogHa MacnsaHNUCTICTb PO3LUMNPIOE
MOXIMBICTb eKcnnyaTauinHOT eKOHOMIT
MpupoaHuyi mactunbHi BnactmeocTi CALFLO LT
MOXYTb TaKOX 3HM3UTU BUTPATK Ha
06cnyroByBaHHS, TMM CaMUM PO3LLNPIOOYM
TEPMiH CryX0uM LMPKYNALIMHNUX HACOCIB | iHWNX
06epToBMX YACTUH

e He 3abpyaHIOOTb HABKOMULLHE
cepepnoBuLLe i poboui micus,
rapaHTytoTb ix 6e3neky

e Ha BigMiHy Bif CUHTETUYHUX
apomaTuyHmx piguH, CALFLO LT
hakTnyHo 6e3 3anaxy i He BBaXKaeTbCA
TOKCUMYHUM 3rigHO 3 KpuTepiamm OSHA
(CnonyyeHi Wratn), WHMIS (Kanaga) i
DPD (€spona).

e Ockinbku CALFLO LT He BMainsaoTb
HiSIKMX HeGaXXaHUX PeYoBUH, HE
NoApasHIoKTb LLKIPY | AUXarbHi WNAXK,
TOMy poboye Micue 3anuLiaeTbes
yncTuM i 6esneyHnm anst 6esnepepBHOI
po6oTun

e CALFLO LT He BumaratoTb cnewianbHoi
06pobkum

e TpaHcnopTyBaHHs i 36epiraHHss CALFLO
LT 3a3Buyait He BUMarawTb
cneuianbHux gonyckiB 6eanekn. Kpim
TOro, 604KK, SIKi BUKOPUCTOBYIOTLCA AN
TpaHcnopTyBaHHSA CALFLO LT roTosi
0 NOBTOPHOIO BMKOPUCTAHHS
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EkcnnyaTauiiHi BNacTUBOCTI

Y TOM 4ac sk XxopoLua HM3bkoTemnepaTypHa npokavyBaHicTe CALFLO LT fo3Bonsie XonogHMIM 3anyck CUCTEMU B
HaBKOJTMLLHIX TeMnepaTypax HaCTINbKU X HU3bKUX ak-40°C (-40°F), napameTpu ans cuctem, siki 6esanepepsHo
npauioTb Npy TemnepaTypi HUxXYe 5°C (410F) noBuHHI ByTn po3rnaHyTi Petro-Canada onsg Bu3Ha4YeHHs NpuaaTHOCTI
PiOVHW B MEBHMX YMOBaX HaABKOMWLIHLOIO CepeaoBuLLa.

CALFLO LT cneuianbHo ccpopmynsoBaHa ans 3abesneyeHHs TpMBanoro TepMiHy Cnyxom npm HopManbHMX
eKkcnnyaTauinHuX pexmnmax, a Takox 40 MakCcMMaribHO pekoMeHAoBaHOoI TemnepaTypu. NMpoTte, hakTnyHui nepioq,
ekcnnyaTauii piavH 3anexunTb Big onepauiiHOi NPaKTUKK.

MoBWHHI BYTK NPURHATI cnewianbHi 3axoaun, Wob YHUKHYTW ekcnnyaTauiiHuX PexuMiB, sIKi MOXYTb CKOPOTUTM TEPMIHU
ekcnnyarauii piguH.

Lle Bkntovae:

* TENNOBUN yaap NpMBoOaUTb OO MPUCKOPEHOro 36inbLUeHHs TeMmnepaTypu

* TENMOBUI yaap 3 OiNAHKWU BUCOKMUX TeMNepaTyp Ha CUCTEMU HarpiBanbHUX cnipanemn

+ be3nepepBHe BUKOPUCTAHHS BULLE MakCMMaribHO pekoMeHOoBaHoi poboyoi TemnepaTypu

Takox CALFLO LT € gyxe CTilkuMUn 0O OKUCTIOBarnbHMX BNMBIB, HaAMipHe 3a0pyaHEHHs NOBITPSA | BOOU MOXe
3MEHLUNTY TENNOBY eEKTUBHICTb i CKOPOTUTU eKcnnyaTtaLuinHui nepiof pianHu. MNMpakTnyHo, Petro-Canada pekomeHaye
OrOpPTaHHSA iHEPTHUM ra3oM NPOCTOPY B CUCTEMAX pe3epByapa, Wod YHUKHYTK BMMMBY MOBITPst Ta BOAW, i NOTpedu
nepeg4acHoi 3aMiHu piguHu.

Xoya CALFLO LT 6yna cpopmynboBaHa Ans BUCOKOro Onopy 3abpyaHeHHs Big NOBITPS i BOAW, 3aOpyaAHEHHS
NpoAyKTamMm 3HOCY Ta XiMiYHOro po3nagy Moxe NPU3BeCTN CKOPOYEHHS TpmBanocTti poboTu pignHu. LLob makcumizyBaTtn
e EeKTUBHICTb CUCTEMM | TpMBanicTb poboTu piamHu, Petro-Canada HacTiiHO pekoMeHAY€e OYUCTUTK | NPOMUTU CUCTEMY
AN BuAaneHHs BCi AOMILLOK, Wwnakis i naky oo sanuskm CALFLO LT B cuctemy.

TennoBi ApaHi

BnactuBocri LS M Fel v
15°C (59°F) 38°C (100°F) 260°C (500°F)

WineHicTtb, kr/n (Ib/ftY) 0.819 (51.1) 0.804 (50.2) 0.658 (41.1)
NuToma TennonpoBiAHICTb,
Wim K (BTU/hr.EF-Ft) 0.141(0.082) 0.139 (0.081) 0.121 (0.070)
TennoemHicTb , KJ/kg
(BTU/Ib. °F) 2.07 (0.49) 2.15 (0.51) 2.91 (0.70)
Twuck napy, kPa (psia) 0.00 (0.00) 0.00 (0.00) 28.8 (4.18)




TunoBi xapakTepucTUKu

BnactuBocTi MeToa nepeBipku CALFLOLT
Konip ASTM D1500 <0.5
Bara/US ran npu 260°C (500°F), Ibs 5.4
Temnepatypa 3acturaHHs onusu, °C/ °F ASTM D97 -63 (-81)
Touka 3aropsHHs, °C/°F ASTM D92 176 (349)
Temnepatypa 3aropsiHHg, °C/°F ASTM D92 189 (372)
Temnepatypa camo3aropsiHHs, °C/°F ASTM E659 323 (613)
B’askictb, cSt @ 40 °C (104°F) 7.5
cSt @ 100 °C (212°F) ASTM D445 2.2
cSt @ 260°C (500°F 0.6
CpefHs MonekynsipHa maca 278
JlyxxHe umcno TAN mg KOH/g ASTM D664 <0.1
Bmict cipkn no XRF, wt% ASTM D4294 < 0.0001
HianasoH neperoHku °C/ °F
10% 318 (604)
50% ASTM D2887 338 (640)
90% 390 (734)
KoedilieHT TemnepaTypHoro poswmnpeHHs %/°C(%/°F) 0.1057 (0.0587)
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